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OM&T-Bituminous Construction Branch 

 

This is a listing of approved Crack Sealant Producers  in 

accordance with Standard Operating Procedure (SOP) 22 –

Bituminous Acceptance of Asphalt Rubber Joint and Crack 

Sealant and as governed by Section 407. 

QPL-# 92 B 

Sources for Asphalt Joint and 

Crack Sealant Material 

(Type S) 

Bituminous Construction Branch 

15 Kennedy Dr. 

Forest Park, GA  30297 
 

Office Phone: 404-608-4756 

Office Fax: 404-608-4867 

The following products have been tested by The Office of Materials using AASHTO T-51, ASTM 7173, ASTM D5329, ASTM D36, and ASTM D4. 
 

NOTE:  All trade names are registered trademarks of the appropriate company 

Source 
 

Source # Location Address 
Contact 
Number 

Contact 
Person 

Product 

P & T Products 001 Sandusky, OH 472 Industrial Parkway 
Sandusky, Ohio  44870 

419-621-1988 
877-690-4093 

Jennifer Findley Dura-Fill 320 

       

       

 


